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PRODUCT INFORMATION 
 

ZIF-200 
Technical Bulletin 

 
 

DESCRIPTION:  PVC Foam    

TECHNICAL DATA: 
Property Results Test Method 

Density 3.6-4.4 lb/ft3 ASTM D 1056 
Compression Deflection (25%) 9.5-16 psi ASTM D 3575 
50% Compression Set 20% max ASTM D 3575 
Tensile Strength  psi ASTM D 3575 
Tear Strength 15 lb/in ASTM D 3575 
Elongation 110% min ASTM D 3575 
Service Temperature 

Low 
High (Intermittent) 

 
-65°F 
210°F 

 
FMVSS 302 

Specifications: 
 

  


